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Abstract 

Composites based on multi-walled carbon nanotubes dispersed in nickel matrix have been 

processed using the laser-engineered net shape technique. The present study focuses on the 

survival of nanotubes in liquid nickel matrix during melt processing. The stability of nanotubes 

versus graphite powders in liquid nickel has been compared by processing both types of 

composites under identical conditions and subsequently characterizing their microstructure and 

chemical stability in detail using scanning and transmisison electron microscopy, and micro­

Raman spectroscopy. 

Keywords: Ni-based nanocomposite; Laser deposition; Metal matrix composite; Carbon 

nanotube; Interface 

Introduction 

Nanocomposites based on carbon nanotubes (CNT) in metal matrices offer attractive 

properties such as high strength, stiffness, as well as enhanced electrical and thermal properties 

[1-3], and are therefore of interest for aerospace applications. Among the large number of 

potential application proposed, the application of CNTs as reinforcements in matrices holds the 

most promise for engineering applications. While a huge volume of research activities have 

focused on polymer matrices reinforced with CNTs [4J, there have been relatively fewer studies 

carried out on metal matrices reinforced with nanotubes. Furthermore, in many cases, metal/CNT 

composites have not shown promising results due to the difficulties associated with processing 

these nanocomposites, especially in terms of achieving a homogenous distribution of the CNTs 

and associated with interfacial reactions between the metal matrix. In terms of distribution of 
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nanotubes in a metal matrix, the most promising results appear to be those reported using a 

molecular level mixing process [I]. While this processing technique has led to very uniform 

distributions of individual (to a cluster of few) multi-walled carbon nanotubes (MWCNTs) in 

metal matrices such as copper, the ability to scale up such a process for large scale production 

has to be demonstrated. Other processing techniques, more capable of producing larger quantities 

of nanotube reinforced metal-matrix composites include, thermal spraying as well as sintering 

and consolidation of mechanically milled powders. Thus, MWCNT reinforced Al alloy 

nanocomposites have been successfully processed by plasma spraying and high-velocity oxy fuel 

spraying techniques [2]. 

Recently, the issues of interfacial reaction between MWCNT and AI-based matrices have 

been discussed extensively [2,5-6], and have led to controversy in mechanical properties of these 

nanocomposites. Ci et al. report that the formation of an AI4C3 layer at the nanotube/matrix 

interface due to an interfacial reaction leads to better bonding between the nanotube and the AI 

matrix, and consequently an improvement in the mechanical properties of these nanocomposites 

[5]. However, Chunfeng et al. report that in 2024 Al alloy composites with MWCNTs, processed 

via a ball milling coupled with hot sintering (~ 873 K) technique, the nanotubes react completely 

with the Al based matrix and get converted to AI4C3 carbide precipitates leading to poorer 

mechanical properties [6]. The high reactivity of the MWCNTs with the Al based matrix has 

been attributed to the high energy ball milling involved in this processing route. In a different 

study on thermally sprayed nanocomposites based on Al-23wt%Si reinforced with MWCNTs, 

Laha et al. suggest that the Si in the matrix reacts preferentially with the carbon in the MWCNTs 

to form a P-SiC layer at the interface [2]. The formation of this interfacial reaction layer 

promotes the wettability and the interfacial adhesion in these nanocomposites. These papers raise 

important issues related to the role of interfacial reaction between nanotubes and metals. 

It has been demonstrated that direct fabrication of metal matrix composites using the 

laser engineered net shaping (LENSTM) process can lead to refined and homogeneous 

distribution of the reinforcement phase as well as deposit functionally graded materials [7-8]. 

Laser deposition using LENSTM involves a liquid metal processing route with a powder 

feedstock. Therefore, the motivation of the present paper is to explore the possibility of 

processing metal-matrix nanocomposites based on MWCNTs reinforcing a nickel matrix using 

LENSTM deposition. This study .permits to investigate the interaction of MWCNTs with liquid 

2
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nickel as well as the survivability of such nanotubes during laser processing. In this context it is 

important to point out that previous research indicates that nickel exhibits good wettability for 

graphite powders [9]. Also, while liquid nickel exhibits substantially high solubility for carbon at 

high temperatures, solid nickel has negligible solubility for carbon at room temperature and 

nickel does not form an equilibrium carbide phase [10]. 

Experimental Procedure 

The LENSTM process begins with a CAD design file, which is post-processed into a 

series of 20 layers. A 0.25" stainless steel substrate is used as a base for deposition. To provide 

the best build, each successive layer was deposited in a scan direction that was different from the 

previous layer to ensure homogeneity. A high pulsed Nd:YAG laser, emitting near-infrared laser 

radiation at a wavelength of 1.064 11m, is focused on the sl.)bstrate to create a melt pool into 

which the powder feedstock is delivered through an inert gas flowing through a multi-nozzle 

assembly. The powders used in this study consisted of CP-Nickel (44 - 149j..lm near spherical 

particle size from Crucible ResearchTM) and 5 wt% graphite powders (for the Ni + graphite 

composites) or 10 vol% MWCNT. The system specific control parameter included laser power 

of 400W (35Amp), hatch width of 0.25", layer thickness of 0.01 ", and mass flow rate of Ar in 

the powder feeders of 3.5 liters/min. The graphitc powdcr particles arc highly irregular in shape 

and theil' size ranged from 10 - 70 /.1111. Since the rvlWCNT used in this study \\:ere in the form of 

bund les consisting of mul tirle nanOTubes eoi led up with in this bundle. it is rather difficul t to 

(: ',', ,'Illine the exact kngth of lhcsc nanotuhes, eVCll hom TF\1 studlcs, Neverthelcc;s. based on 

: j Vi ()h~cr\'~ltl()ns of a fnv individual nanotubes \\hieh had separated from the bUIH.iks. rh\.' 

".,::-<1.' ' :.~npth \,,.,lS round to be ' 10 f-lm. 'I he bundle' Sil,' (or dWl1letcr) of tilL' CNTs was in Ihe 

l:nl;~' of:; - 50 fi!l1 Prior to ckposiiion, 1he nickel and C\T (or graphite) powders IIcre pn:­

::ixed In a t\vin-roller mixer eOllslsting of two rolls I'Owting in opposite directil1I1S (011C c1l1ckwi"e 

and one <1nlicluckwise) This mixing was carried out for 24 hours, immediately following which 

the pre-mixed po\\der \vas introduced into the power feeder of the LENS uq)()sition system and 

till' corn;losites were 13ser deposited, Reducing the time between the end of the mixing process 

:',d the introdllctiol1 of the rte-mixed j1l)\VlJer into the po\ver fecder and final dq1l1sition cn,~lIled 

l11il1il11;11 segregatioJ) in the pl)\\'(!cr feedslock due 10 the substnntial dCRSily diflercncv; hetween 
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nickel and C\!Ts. 130th tht: nickel + graphite as well as the nickel + CNT compositcs were LENS 

deposited ln ,j cylindric;]1 geoll,ctly of diameter ~ 10 mm and height,~ IOrnm. 

The LENSTM deposited samples were sectioned using an abrasive cutting wheel and 

subsequently mounted and mechanically polished for metallographic observation. These samples 

were characterized using a FEI Quanta 200 scanning electron microscope. In order to study the 

details of the microstructure, site specific TEM sample was extracted from regions containing the 

nanotube/nickel matrix interface using a FEI Nova Nanolab 200, dual-beam focused ion beam 

(FIB) instrument. The TEM specimen was characterized in both a FEIIPhillips E-420, TEM and 

a FEI TECNAI F20 FEG-TEM operating at 120 kV and 200 kV respectively. In addition, site­

specific micro Raman spectroscopy was carried out using a Thenno Electron Almega XR 

Dispersive Raman Spectrometer with ~ 1f!m spot size and 532nm excitation wavelength. Raman 

spectra were obtained at a low power of 20 mW corresponding to a laser power density (~25 

mW/f!m\ at this power density, no changes in the spectra due to laser surface heating could be 

seen. The acquisition times were 10 seconds/spectrum with 4 total accumulations taken to 

average each spectrum. Raman shifts were measured over a frequency range from 200 to 3000 

cm· l , with ~2 cm· 1 resolution. 

Results and Discussion 

In order to investigate the stability of graphite powder in a liquid' nickel bath during 

LENSTM deposition, a Ni + 5 wt% graphite composite was deposited. The pre-mi\:cd llliti;ll 

powder fl'edslock, consisting of nickel and graphite powder particles. is shown in SLM image in 

Joig. I (u). Backscatter SEM images showing the microstructure of the laser-deposited Nilgraphite 

composite are presented in Figs. l(b) and (c). The as-deposited microstructure was comprised of 

primary graphite and a eutectic mixture of Ni + graphite. In some local regions of the deposit 

unmelted graphite powder particles were also observed. The primary graphite exhibited a 

globular shape with sizes ranging from ~ 2 - 10 .urn, as shown in Fig. 1(b). Comparing Figs. 1(a) 

and (b), rhe difference between the primary grnphite precipitates and the pre-mi.\cd graphite 

Jl()\\dcr parlicics. is evident from their size scales and morphologies. Thus. the primary graphile 

1'!C'lIj1Il;l\c>. in the l..I:NS deposited composite are of a much finer scale and also exhibit a near 

.phc'1'Ical [1:HlrpIHlI'lgy. In addition to the primary graphite, there is also some finer scale eutectic 
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2
 
3
 
4 graphite present in the nickel matrix, as shown in Fig. I (b). The Ni-C phase diagram exhibits a 
5 
6 eutectic reaction at 132rC with a small solubility of C (~ 1 wt%) in solid Ni at high 
7 

8 temperatures (~ I300°C) and almost negligible solubility of C in solid Ni at room temperature 
9 

10 [10]. However, liquid Ni exhibits a large solubility for C. Furthermore, Ni does not form any 
11 

equilibrium carbide phase. Based on the microstructural observations of the LENSTM deposited12 
13 Ni/graphite composites, it can be concluded that during the deposition process, the larger
14 
15 IrrcguLlr shaped graphite powder particles dissolved in the liquid Ni pool at high temperatures
16 
17 and on cooling re-precipitated as primary graphite and eutectic Ni + graphite. Therefore, under 
18 
19 these laser deposition conditions, the graphite powder is not stable in the molten Ni pool. 
2b 
21 An S[ image of the mixed niclcl and l'v1WCNT pO'Nclers is shown in Fig. 2(a). The 
22 

Ilickcl jlOIvclcr panicles arc ncar spherical in this il1lsge and their size ranges from 50 -- 150 ~lm.23 
24 

The CNTs arc present ill the form of non-spherical cosrse bundles ranging 1n si7e from S - SO25 
26 

i;"1 :\ higher l1lagnitiC:Hiull image of olle such bundle of size '" 5 ~1Il1. clearly e.'(hihiting 
27 
28 ,l~):)()nllT:licd n<tilotubc". i, shO\vn as all insd In tl1' . ame tigure A TEM image of agglomerated
29 
30 multi-walled nanotubes of - 40-60 nm in diameter is shown in Fig. 2(b). A high resolution TEM 
31 
32 image, shown as an inset in the same figure, clearly reveals the graphene sheets in the nanotube 
33 
34 wall together with the hollow region shown in the bottom portion of this image. Fig. 3 shows 
35 
36 backscatter SEM images of the microstructure of MWCNT reinforced Ni nanocomposites 
37 deposited by LENS™ using the same parameters as the Ni/graphite composites discussed in the 
38 
39 previous section of this paper. Iloi11ogcneollsly dislribll1ccI second ph;lSC partic!cs arc prescnt in 
40 
41 lhe nickel matrix (retcr Fig. 3(a»). These second phase parilclcs arc ncar-spherical in morphology 
42 
43 :11 d r'.IIlgl.: in diameter 1'1'0111 1 [0 5 flill. as clearly visible in the high~:r m,lgnifieatiDn SUv1 image 
44 
45 in FI)!. :I(b) Chemical analysis of these bundles using energy dispersive spectroscopy (EDS) in 
46 

the SEM indicated that these bundles contained a substantial amount of carbon. However, it is 47 
48 

not possible to explicitly discern the identity of these bundles based solely on the SEM results. In 
49 
50 order to investigate the structure of these' bundles and the interface between the bundles and 
51 
52 matrix, a site-specific TEM sample was prepared using the dual-beam FIB. Initially, the area 
53 
54 adjacent to one of the bundles was protected by ion assisted Pt deposition and then the region of 
55 
56 interest was milled. Fig. 4(a) shows the site-specific TEM sample during the milling process in 
57 

the dual-beam FIB. A bright-field TEM image from this sample is shown in Fig. 4(b). In this 58 
59 TEM image, the region exhibiting the lighter contrast corresponds to the bundle while the region 
60 
61 
62 
63 5
64 
65 
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exhibiting the darker contrast corresponds to the surrounding nickel matrix. Two different areas 

have been marked as I and II in Fig. 4(b). Regions I is located within the bundle while region II 

contains the interface between the bundle and the Ni matrix. 

Higher magnification TEM image;:; from these two dillerent areas arc shown 111 r:ig. 5. 

ThLis. Fit~S 5(3), (lnd (c), COl't"Cspond to regions I and If respectively. Figs. 5(<:l) snd (b) sllo\\; 

distinct MWCNTs within the LLNS deposited compositc. While fig. 5(a) shows a lo\\'er 

mrlgnification bright-field TEM Image oftbe CNTs in regInn J. Fig. 5(b) shows a high resolution 

TI-, ,1 image or ,1 s,:clion of the 'wall of one of the nanotubcs. clearly exhibiting the graphellc 

layer" in the \vall A higher magnification im:lgl~ llf the gnlphcnc layers ill the \.vall is slwwn as 

a1 inset in Fit, S(b) A selected area electron diffraction pattern from the nanotubes shown in Fig. 

5(a), is shown in Fig. 5(d). This electron diffraction pattern can be consistently indexed based a 

nanotube structure comprising of multiple graphene sheets forming the wall of the nanotube. Fig. 

5(c), corresponding to region II, shows the interface between the agglomerated MWCNTs in a 

bundle and the nickel matrix. This micrograph also shows clear evidence of nanotubes extending 

right up to the interface. Furthermore, while there appears to be wetting of the nanotubes by the 

nickel matriX, the interface appears to be sharp with no evidence of a reaction layer of any 

substantial thickness at this interface. The evidence for the presence of distinct nanotubes in this 

composite indicates that the agglomerated MWCNTs survived the laser-deposition process and 

did not dissolve in the molten nickel pool, which is a very distinct difference compared to 

Ni/graphite interaction. Though the graphite powders as well as the agglomerated MWCNTs (or 

bundles) exhibit similar sizes and melting temperatures, both materials do not behave the same 

way during LENSTM deposition. The interaction of both these forms of carbon with liquid nickel 

appears to be significantly different. Thus, while the graphite powder particles clearly dissolve in 

the liquid nickel, the MWCNTs do not dissolve in the molten nickel pool. The interface between 

the nickel and the agglomerated MWCNTs shows no significant evidence of interaction between 

two substances and consequently a sharp interface (refer to Fig. 5(c». These observations 

suggest that the chemical stability of MWCNTs in the molten nickel pool is much better than that 

of the graphite powder particles. A possible seicnlitlc rationale for the higher stability or (,NTs 

in the molten nickel pool as compared with the graphite powcr particles is that since the CNTs 

~m: rolled lip :,!r<lphel1c sheets .. they have only the end c:lrbon atoills with unsaturated cO\':lknl 

hlJild, and therefore the nClI)owlJc" arc likely ro real'! dilL! dis"ohc only frOl1l the l.·nds. in (ontr:I;-;I. 
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lhc grarhite po\"vder particles consist of a large number of graphenc sheets held together by weak 

\:111 dCI Waals bonds and C()Il~cqllently these particles can reBct easily Jnd dissolve in the molten 

nickel pool. 

Raman spectroscopy is particularly useful for studying carbon-based materials due to 

strong enhancement of Raman C-C band intensities, from the resonant Raman effect in the 1300 

to 3000 cm· J region, which often show changes in their peak location and intensity, depending on 

the structure of the carbon. Fig. 6 shows the micro-Raman spectra from the Ni/MWCNT 

nanocomposite sample. Three of the four spectra correspond to different sizes of the MWCNT 

bundles observed in the composite sample while the fourth one corresponds to the MWCNT 

powder used as a feedstock for the LENSTM deposition, and acts as a reference. All Raman 

spectra showed only carbon peaks present on the surface. The primary peaks observed in Fig. 6 

are at - 1350, - 1580, and, ~ 1620 cm,l wavenumbers, corresponding to the D, G, and, D' peaks 

of the nanotubes, respectively [11]. In the reference sample, corresponding to pure MWCNTs, 

the G peak exhibits a substantially higher intensity as compared to the D peak. Also, the intensity 

of the D' peak is very small and is seen as a shoulder to the primary G peak. With decreasing 

size of the MWCNT bundles from ~ 51-!m to -II-!m, the intensity of the G peak relative to the D 

peak progressively decreases coupled with an increase in the intensity of the D' peak. The 

intensities, wavenumbers and intensity ratio of the D, G, and D' peaks for the different MWCNT 

bundles are listed in Table 1. 

The D peak origin is due to the breathing modes of Sp2 bonded atoms in rings, the G peak 

is attributed to the in-plane bond stretching of all pairs of Sp2 bonded atoms in both rings and 

chains, and the D' peak is a double resonance Raman band induced by defects [11-12]. The 

disorder, in a qualitative sense, in MWCNT can be monitored via the D and D' peaks and their 

intensities are considered defect dependent, e.g. bond length and angle (curvature) disorder at the 

atomic scale. The 10 /10 ratio has been often used to correlate the structural purity of graphitic 

materials to the graphite crystal domain size, La [13]. La can be considered as an average 

interdefect distance and one can still assume that the higher the number of defects, the higher the 

D peak intensity and, thus, the smaller La [12]. From Fig. 6 and Table 1, the main features in the 

Raman spectra of the MWCNT powder as well as different sized bundles in the LENSTM 

processed MWCNT composites are: 
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(a) G peak increases from 1572 to 1583 cm-I; 

(b) D' peak becomes more pronounced at ~ 1621 cm-I; 

(c) 10/10 increases with reduction in bundle size 

From the Raman parameters, two phenomena are evident, namely the change in defect 

density (increases with 10 /10 ) and the degree of graphitization (increases with higher shift of G 

peak), The first trend, when comparing the as-received MWCNT powder to the large size 

bundles (~5 )...lm) in the laser-deposited MWCNT composite, is an increase in defect concentration 

(folIo changes from 0,20 to 0.32) while the G peak shifts in wavenumber from 1572 to 1583 cm'l 

implying some graphitization during the laser deposition process. The second trend, when 

comparing different MWCNT bundle sizes, is the increase of 10 /10 with decreasing bundle size, 

which indicates a higher number of defects with smaller domain (or bundle) sizes, This trend is 

further supported by the more pronounced D' peak observed as a function of decreasing bundle 

size. No shift in the G peak position is exhibited when comparing Raman spectra from the 

different bundle sizes suggesting no change in graphitization, 

The observed increase in the: dcfcct. dcnsity of the NTs with decreasing hUlldle si7.c. (I:, 

rc1kcrcd bv 11K' II1cre:lse in thc 11/1(, ratiu in the rniero-R:lJll<.ln spcetr8, can po:,sibly be anriburcd 

[u the Interaction or the 'd:YAG laser beum (used in lrNS dCjJo-ition) with the ' ITs. Therei 

II;I\,~ )l:CII prcvious reports on electron beam; CNT 114,15], ion beam! C T [16J, <Ind. Inscr 

( "1 jill inlCmctiolls, 'Thus, high energy elcetl'On irradiation (1.8 MeV) has been shown to have 

;1 -:llh:l:lllli:lI imraet l1l1 the Ral11;lf1 vibrational spectra. depending on tbe dosElge level 114l In il 

~-:p<.ilatc study on electron irradiation effects on CN1's exposed to a Jess than 100 keV beam in a 

-;:andmd 'f I~ ~. the authors conclude that prolonged exposures can cause severe damage of the 

nanotuhe structure [15]. Ul terms ur ion irradiation, exposing CNTs to 21 keV Ag' iOlJ irradiatiun 

indic,l[CS rhat the graphcl1c wall structure is retained for flucnccs upto 7 x 10 1 
\ ions/cm". 

f !o\\C\'Cr. the graphenc wall structure was destroy'cd whcl1 exposed to higher fluenccs [1 ()J In a 

reccnt paper di<;cussing the interaction ofCNTs with iJl1 Nd:YAG la~er beam dllring pulsed \;lSCi 

,kpl)~i[ion (PLD) uf MWCNT thin l1lms. it. was repond tlHlt there is minim,ll IlHllpho[Oglc,li 

III,' only observed change in the Ralllan sp<.:ctra from these IllD deposited M\\'CNT tilifl {'ill,I', 

('11 alumina subslrates was a slight shift and broackning of the Ramal1 peaks associated with the 

>1:hSlrate, suggesting S0111e pllssible dalTlilgc or stress induced in the sUoSlratc at localions whnc 
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4 lhc ndl'iotubcs arc atlacheu [17J, J3ased on these reported results. it appears that the inl1ucnce of 

6 1:1"1:1' beam intcractiuns with the CNT" is not well understood and further re.searcll ,vork is 
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9
 

11 
Summary and Conclusions 12 

13 
14 

MWCNTs reinforced nickel matrix composites were deposited using the LENSTM 
16 
17 processing technique. During the laser deposition process, while bundles of the CNTs retained 
18 
19 their identity in the liquid nickel, graphite powders, deposited under similar conditions, dissolved 

21 in the liquid nickel and re-precipitated as primary and eutectic graphite. This suggests a higher 
22 
23 stability of MWCNT bundles as compared with graphite powder, of similar size, during liquid 

24 melt processing. Furthermore, the degree of graphitization of the MWCNT bundles as well as 

26 their defect density increased during laser deposition. Within the MWCNT reinforced nickel 
27 

28 matrix composite, the density of defects in the MWCNT bundles increased as the bundle size 
29 

decreased. 
31 
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Table 

Bundle Size ()..tm) 10 D (em-I) IG G (em-I) Io/IG D' (em-I) 

I 598 1349 494 1583 1.21 1621 
3 840 1349 1349 1583 0.62 1621 
5 702 1349 2224 1583 0.32 1621 

MWNCT 646 1345 3218 1572 0.20 1617 

Table I. Raman 0 and G peak parameters for MWCNTs and different sizes of the MWCNT 

bundles observed in the composites. 

Figure Captions 

Fig. I. (a) SEM image of pre-mixed nickel + graphite powders used for LENS deposition. (b) 

Backscatter SEM image showing the typical microstructure of the laser-deposited Nilgraphite 

composite. (c) Higher magnification SEM image of the eutectic region shown in (b). 

Fig. 2. (a) SEM image of pre-mixed nickel + MWCNT powders used for LENS deposition. Inset 

shows a higher magnification image of a single MWCNT bundle. (b) TEM image of the raw 

MWCNTs. The HRTEM image as an inset shows the multi-walled .graphene sheets and hollow 

region. 

Fig. 3. (a) Backscatter SEM images of the laser-deposited MWCNTs reinforced Ni 

nanocomposite. (b) Higher magnification image of the same microstructure. 

Fig. 4. (a) SEM image of a site-specific TEM sample during the milling process in the FIB. (b) 

Bright-field TEM image of the same specimen with regions I and II marked (see text for details). 

Fig. 5. (a) Bright-field TEM image from region I (marked in Fig. 4(b)), showing nanotubes 

within a bundle in the LENS deposited composite. (b) High resolution TEM image of a section 

of the wall of one of these nanotubes with an inset showing the graphene structure. (c) TEM 

image of the nickel / CNT bundle interface. (d) SAD pattern taken from region I. 
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Fig. 6. Micro-Raman spectra of raw MWCNT and three different size of bundles from the 

Ni/MWCNT nanocomposite. 
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Figure 2 
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